GOVERNMENT OF PAKISTAN rocromsvo mann 0213

Ministry of Science & Technology

P Pakistan Council of Scientific & Industrial Research
S/ KT 4 PCSIR Laboratories Islamabad
| {s = Plot 16 Sector H-9. Islamabad - 44800, Pakistan
TEST REPORT ;
SALT SAMPLE |
Test Report No: Chem-966/07-2025 Date of Issue: 08-08-2025
ILO # & Date: 966/30-07-2025 Test Date: 015-08" Aug 2025
2 1. Name and Address of Customer: M/s KHEWRISH SMC Pvt. Ltd, House # 177,

Mohalla Jinnah Calony, Chakwal.

Request Ref. No. & Date: N.A
2. Description of the Sample (s):

4
l Name / Nature of Sample: Pink Salt

Mark if any: N.A

Condition found on receipt: OK Number of Sample: 01

Date of Receipt: 30-07-2025

3. Environnemental Conditions: Temperature: (253 5120
(Where applicable)

4. Ref. Standards/ Method / Equipment used:

e Annual Book of ASTM Standards, 2007, ASTM International, USA.

e Atomic Absorption Spectrophotometer (AAS).

Humidity: (50 = 10) %

5. Measurements & Results:

| S. No. Parameters Units Results

| 1. Sodium Chloride as NaCl % 98.76

I Zi Water Insoluble Matter % 0.18

._ 3 Acid Insoluble Matter % 0.09

: 4. Moisture % 0.03

§ 5. Calcium % 0.08
6. Magnesium % 0.04
74 Sulphate % 0.81
8. Lead mg/kg ND* l
9. Cadmium mg/kg ND* '
10. Copper mg/kg ND*

| 11, f Arscmc - mb/l\_b ! ND* N

: M }rddsn‘“\ \ ND* = Not Detectable (Detection Limit, Pb 0.018mg/kg, Cd 0.023 mg/kg, As 0. 005mg/kg, Cu 0.015mg/kg)

| /S 2 Seoth Statement of Conformity / Compliance (where applicable): N.A

S :?If_,‘_;).'lw 4—"“":79 )lgc arks / Comments (where required): N.A

L5y ™

END OF REPORT
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